
ANL-7682 ANL-7682 

argonne Bational laboratorg 
THE EBR-n MATERIALS-SURVEILLANCE PROGRAM: 

IL Results of SURV-2 

by 

Sherman Greenberg, Robert V. Strain, 

and Earl Ebersole 



The f a c i l i t i e s of A r g o n n e N a t i o n a l L a b o r a t o r y a r e owned by the Uni ted S t a t e s G o v e r n 
m e n t . Unde r the t e r m s of a c o n t r a c t {W-31 - 1 0 9 - E n g - 3 8 ) be tween the U. S, A t o m i c E n e r g y 
C o m m i s s i o n , A r g o n n e U n i v e r s i t i e s A s s o c i a t i o n and The U n i v e r s i t y of Ch icago , the U n i v e r s i t y 
e m p l o y s the staff and o p e r a t e s the L a b o r a t o r y in a c c o r d a n c e with p o l i c i e s and p r o g r a m s f o r m u 
la ted , a p p r o v e d and r e v i e w e d by the A s s o c i a t i o n . 

M E M B E R S O F ARGONNE UNIVERSITIES ASSOCIATION 

The Univers i ty of Ar izona 
Carneg ie -Mel lon Univers i ty 
Case Wes te rn R e s e r v e Univers i ty 
The Univers i ty of Chicago 
Univers i ty of Cincinnat i 
I l l inois Inst i tute of Technology 
Unive r s i ty of I l l inois 
Indiana Univers i ty 
Iowa State Univers i ty 
The Unive r s i ty of Iowa 

Kansas State Univers i ty 
The Univers i ty of Kansas 
Loyola Univers i ty 
Marquet te Univers i ty 
Michigan State Univers i ty 
The Univers i ty of Michigan 
Univers i ty of Minnesota 
Univers i ty of Mis sou r i 
Nor thwes te rn Univers i ty 
Univers i ty of Notre Dame 

The Ohio State Univers i ty 
Ohio Univers i ty 
The Pennsylvania State Univers i ty 
Purdue Univers i ty 
Saint Louis Univers i ty 
Southern Il l inois Univers i ty 
Univers i ty of Texas 
Washington Univers i ty 
Wayne State Univers i ty 
The Univers i ty of Wisconsin 

LEGAL NOTICE 

T h i s r e p o r t w a s p r e p a r e d a s an accoun t of G o v e r n m e n t s p o n s o r e d work . 
N e i t h e r the Uni ted S t a t e s , nor the Comnniss ion , nor any p e r s o n ac t ing on behalf 
of the C o m m i s s i o n : 

A. M a k e s any w a r r a n t y or r e p r e s e n t a t i o n , e x p r e s s e d o r imp l i ed , with r e 
s p e c t to t he a c c u r a c y , c o m p l e t e n e s s , or u s e f u l n e s s of the i n f o r m a t i o n con ta ined 
in th i s r e p o r t , or t ha t the u s e of any infornnat ion, a p p a r a t u s , m e t h o d , o r p r o c e s s 
d i s c l o s e d in th i s r e p o r t m a y not in f r inge p r i v a t e l y owned r i g h t s ; or 

B. A s s u m e s any l i a b i l i t i e s with r e s p e c t to the u s e of, or for dannages r e 
su l t ing f r o m the u s e of any i n fo rma t ion , a p p a r a t u s , me thod , or p r o c e s s d i s c l o s e d 
in t h i s r e p o r t . 

As u s e d in the above , " p e r s o n ac t ing on behal f of the Connmis s ion" in 
c l u d e s any ennployee or c o n t r a c t o r of the Comnni s s ion , or ennployee of such 
c o n t r a c t o r , to the ex ten t tha t such e m p l o y e e or c o n t r a c t o r of the Comnniss ion , 
o r e m p l o y e e of such c o n t r a c t o r p r e p a r e s , d i s s e n n i n a t e s , or p r o v i d e s a c c e s s to, 
any i n f o r m a t i o n p u r s u a n t to h i s e m p l o y m e n t or c o n t r a c t wi th the Connnnission, 
o r h i s e m p l o y m e n t wi th such c o n t r a c t o r . 

P r i n t e d in the Uni ted S t a t e s of Anner ica 
Ava i l ab le fronn 

C l e a r i n g h o u s e for F e d e r a l Sc ient i f ic and T e c h n i c a l I n f o r m a t i o n 
Na t iona l B u r e a u of S t a n d a r d s , U. S. D e p a r t m e n t of C o m m e r c e 

Spr ingf ie ld , V i r g i n i a 22151 
P r i c e ; P r i n t e d Copy $3.00; M i c r o f i c h e $0.65 

i-WS^ 



ANL-7682 
Reactor Technology 

ARGONNE NATIONAL LABORATORY 
9700 South Cass Avenue 
Argonne, Illinois 60439 

THE EBR-II MATERIALS-SURVEILLANCE PROGRAM: 

II. Results of SURV-2 

by 

Sherman Greenberg, Robert V. Strain, 
EBR-II Project 

and 

Ear l Ebersole 
Idaho Facili t ies 

% 
Par t I is ANL-7624 

June 1970 





TABLE OF CONTENTS 

Page 

ABSTRACT 4 

I. INTRODUCTION 4 

II. DOSIMETRY AND EXPOSURE 5 

III, RESULTS OF POSTIRRADIATION EXAMINATIONS 7 

A. Weight-change Data 7 

B. Density-change Data 9 

C. Hardness-change Data 9 

D. Examination of Graphite and Cans 10 

1. Graphite 10 

2. Can Material 11 

IV. DISCUSSION AND CONCLUSIONS 11 

ACKNOWLEDGMENTS 12 





LIST OF FIGURES 

No. Title Page 

1. ''"Co Activity of Copper Wire That Monitored SURV-2 Flux. . . . 6 

2. ^^Mn Activity of Iron Wire That Monitored SURV-2 Flux 6 

3. ^^Co Activity of Nickel Wire That Monitored SURV-2 Flux . . . . 6 

4. •"Sc Activity of Titanium Wire That Monitored SURV-2 Flux. . . 6 

LIST OF TABLES 

No. Title Page 

I. SURV-2 Neutron Activation Calculated from Flux Wires 7 

II. Weight Changes of Hardness Samples from SURV-2 8 

III. Density Decrease of Tantalum Hardness Samples 

from SURV-2 9 

IV. Effect of Exposure on Density of Graphite 10 

V. Tensile Proper t ies of SURV-2 Graphite-can Material 11 





THE EBR-II MATERIALS SURVEILLANCE PROGRAM: 

n . Results of SURV-2 

by 

Sherman Greenberg, Robert V. Strain, 
and Ear l Ebersole 

ABSTRACT 

Eight subassemblies containing 15 alloys used in the 
pr imary system of EBR-II, and shield graphite canned in 
Type 304 stainless steel, are being irradiated in the EBR-II 
core at 700°F for varying periods of time and neutron dosage. 
Half of the alloy specimens are exposed directly to reactor 
sodium, and the remainder are sealed in helium. The al
loys include AMPCO GradelS aluminum bronze; Stellite 6B; 
Inconel X-750; T-1 tool steel; Berylco-25; Types 304, 347, 
416, and 420 stainless steel (the Type 304 in four variations); 
Type 17-4 PH stainless steel; and tantalum. 

The second subassembly (SURV-2) has been removed 
and subjected to a limited examination after 1581 days in the 
reactor core and an estimated average fluence of 7 x lO" n / 
cm^ at energy levels >0.82 MeV (3 x 1 0^' n/cm^ total). Of the 
mater ia ls exposed, only the Berylco-S5 and tantalum expe
rienced appreciable weight loss, and thus appear to be un
suitable for use in contact with sodium under the conditions 
of test . Type 304 stainless steel (from the shield-graphite 
cans) increased slightly in room-temperature yield strength 
but remained ductile. There was no evidence of loss of integ
rity of the canned-graphite neutron-shield s t ruc tures . Tan
talum samples experienced density decreases that were a 
function of fluence and equivalent to a maximum swelling of 
0.4%. 

I. INTRODUCTION 

A long-term irradiation test program is in progress to monitor the 
behavior of the mater ia ls in service (primarily those in long-term service) 
in the p r imary- sys tem sodium of EBR-II and of the neutron-shield graphite. 
The program involves the exposure and evaluation of 1 0 subassemblies 
containing the mater ia ls of interest in suitable fornn. 





A d e t a i l e d d e s c r i p t i o n of the p r o g r a m and e x p e r i m e n t a l m e t h o d , and 
the r e s u l t s of S U R V - 1 , have b e e n r e p o r t e d . * The p r e s e n t r e p o r t g ives the 
r e s u l t s of a l i m i t e d e x a m i n a t i o n of SURV-2 . This r e p o r t is in tended for u s e 
in con junc t ion with A N L - 7 6 2 4 , which g ives a d e t a i l e d d e s c r i p t i o n of s a m p l e 
m a t e r i a l s , t y p e s , and a r r a n g e m e n t s and e x p e r i m e n t a l p r o c e d u r e s . In p a r 
t i c u l a r , the loading d i a g r a m for SURV-2 is i den t i ca l with tha t for SURV-1 
(Tab le V, A N L - 7 6 2 4 , p . 20). 

B e c a u s e the to ta l f luence r e c e i v e d by SURV-2 was be low tha t thought 
to be n e c e s s a r y to s ign i f i can t ly a l t e r the m e c h a n i c a l p r o p e r t i e s of s t a i n l e s s 
s t e e l , the m e c h a n i c a l - p r o p e r t y d e t e r m i n a t i o n s m a d e for SURV-1 w e r e not 
r e p e a t e d for S U R V - 2 . The g r a p h i t e - c a n i n t e r a c t i o n h a s b e e n s tud i ed in 
g r e a t e r d e t a i l than for S U R V - 1 , s i nce the cont inued s u c c e s s f u l o p e r a t i o n of 
E B R - I I depends on the i n t e g r i t y of c a n n e d - g r a p h i t e sh ie ld s t r u c t u r e s . The 
m e c h a n i c a l - p r o p e r t y s a m p l e s f rom SURV-2 have b e e n s t o r e d so that m e a s u r e 
m e n t s can be m a d e in the future if d e s i r a b l e . In addi t ion , h i g h - t e m p e r a t u r e 
t en s i l e p r o p e r t i e s of the Type 304 s t a i n l e s s s t e e l t en s i l e s a m p l e s wi l l be d e t e r 
m i n e d a t B a t t e l l e N o r t h w e s t L a b o r a t o r i e s and r e p o r t e d s e p a r a t e l y . 

II. DOSIMETRY AND EXPOSURE 

SURV-2 was r e m o v e d f rom the r e a c t o r on June 28, 1969. It had 
b e e n in the r e a c t o r in pos i t i on 12E1 for 1581 days a t a t e m p e r a t u r e of 
a p p r o x i m a t e l y 700°F and had r e c e i v e d a to ta l e x p o s u r e of 26,274 MWd. The 
e s t i m a t e d a v e r a g e to ta l f luence , as c a l c u l a t e d f rom o n e - d i m e n s i o n a l , 22 -
g r o u p diffusion t h e o r y , was 3 x 1 0 n / c m . 

Wi re flux m o n i t o r s , in r e a c t o r pos i t ion 12E1 , w e r e used to d e t e r m i n e 
the r e l a t i v e fas t f luence as a function of pos i t i on in the s u b a s s e m b l y . The 
upper ends of the w i r e s w e r e 10.58 in. above the c o r e c e n t e r l i n e . 

The n e u t r o n r e a c t i o n for e a c h of the four w i r e s i s : 

Copper ; " C u ( n , a ) " ' C o 
I ron: " F e ( n , p ) " M n 
Nicke l : ^^Ni(n,p)^^Co 
T i t a n i u m : *''Ti(n,p)^''Sc 

E a c h w i r e was cut into 1-in. long s e c t i o n s . E a c h s e c t i o n was 
we ighed , and then a n a l y z e d by g a m m a s p e c t r o m e t r y ( J a n u a r y 22, 1970). 
The a c t i v i t y in coun t s /nn in , s u m m e d under the pho topeak and c o r r e c t e d for 
s a m p l e weight , was c o n v e r t e d to d i s / s e c p e r g r a m of w i r e . The d a t a a r e 
s u m m a r i z e d in F i g s . 1-4. The c u r v e s in the f igu res a r e useful in a s s e s s i n g 
the r e l a t i v e e x p o s u r e of the s a m p l e s to fas t n e u t r o n s a s a function of 
p o s i t i o n in the s u b a s s e m b l y . 

*The EBR-Ii Materials-surveillance Program: I. Program and Results of SURV-1, ANL-7624 (Sept 1969). 
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Fig. 1. ^"Co Activity of Copper Wire 
That Monitored SURV-2 Flux 

Fig. 2. 54l^^ Activity of Iron Wire That 
Monitored SURV-2 Flux 

DISTANCE FROM UPPER END OF WIRE, in 

Fig. 3. 58co Activity of Nickel Wire 
That Monitored SURV-2 Flux 

Fig. 4. '*^Sc Activity of Titanium Wire 
That Monitored SURV-2 Flux 

T h e e q u i l i b r i u m a c t i v a t i o n r a t e a t 4 5 M W h a s b e e n c a l c u l a t e d f r o m 

t h e d a t a f o r w i r e a c t i v i t y f o r a p o s i t i o n ~1 i n . a b o v e t h e c o r e c e n t e r l i n e , 

w h e r e t h e r e l a t i v e a c t i v i t y i s t a k e n a s u n i t y . T h e c a l c u l a t i o n s a r e s u m 

m a r i z e d i n T a b l e I . T o c o r r e c t f o r t h e i n t e r m i t t e n t o p e r a t i o n of t h e r e a c t o r , 

t h e q u a n t i t y 

(.-,-.) (,-i f 1 

was e v a l u a t e d for e a c h r e a c t o r run, w h e r e f = f r ac t ion of 45 MW e x p o s u r e , 

tl = i r r a d i a t i o n t i m e , and tj = decay t i m e f rom end of i r r a d i a t i o n to 

count ing t i m e . The v a l u e s of 

: ( l - e - ^ ' ' ) ( e - ^ ' ^ ) 

re s u m m e d . 





TABLE I. SURV-2 Neutron Activation Calculated from Flux Wires 

Y 
Reac t ion 

" F e ( n , p ) " M n 
*»Ni(n,p)"Co 
" T i { n , p ) " S c 
" C u ( n , a ) ' ° C o 

[ l ( l . e - . ) (e 
[ V / \ 

0.2595 
0.0767 
0.1008 
0.1475 

.u.̂ j 
/J 

Activity, d i s / s e c 
pe r g r a m of Wire 

(1 /22 /70) 

8.12 X lO' 
3.97 X 10' 
8.22 X 10^ 
2.67 X 10=' 

E qui l ib r ium Act ivat 
Rateii at 45 MW*" 

5.38 X 10' 
7.61 X 10' 
1.03 X 10' 
2.62 X lO' 

o n 

T h r e s h o l d 
E n e r g y , 

M e V 

~ 3 

- 2 . 9 

-
-

aCalculated by dividing the activity (column 3) by the summed term in column 2 and correcting 
for isotopic abundance. 

bReactor power was increased to 50 MW in August 1968, However, since the bulk of exposure was 
at 45 MW (and SURV-1 data is in terms of 45 MW), these results are normalized to 45 MW. 

The activation rate for the SURV-2 wires is approximately 30-40% 
greater than that for the SURV-1 wires because of the increase in core 
size (to accommodate an increased number of experiments) during the 
lat ter part of the irradiation period. Because the half-lives of the isotopes 
other than''°Co are relatively short compared with the exposure time, the 
activity measured was that produced during the latter portion of the 
SURV-2 exposure (except for the copper wire). 

The approximate neutron fluence in n /cm , as obtained from 
diffusion-theory calculations, is as follows: 

>0.82 MeV--7 x lO' ' 
>1.35 MeV--2 x l O " 

>3.8 MeV--0.3 x l O " 

Tota l - -3 X 10 

III. RESULTS OF POSTIRRADIATION EXAMINATIONS 

A. Weight-change Data 

The weight-change data (obtained by using the hardness-sample 
cylinders) are summarized in Table II. As was true for SURV-1, only the 
Berylco-25 and tantalum samples showed consistently high weight losses . 
(There are no longer any Berylco-25 components operating in the reactor .) 
One sample each of the Ampco 18 aluminum bronze and T-1 tool steel 
showed unusually high weight losses . These weight losses are isolated 
cases , and components of these mater ia ls continue to perform satisfac
torily in EBR-II. Therefore, it is believed that these unusual results 
(which will be subject to confirmation by examination of SURV-3) are due 
to experimental e r r o r and are not cause for concern. 





TABLE II . Weight Changes o( Hardness Samples Iron SURV-2 

Sample^ No. Preirradiation Weight, g Weight Change,'' mg 

Aluminum Bronze— 
Ampco Grade 18 

Inconel X-750 IHeat-treated lo hardness 
0) Rockwell C 37-40) 

Type 420 Stainless Steel IHeal-lreated lo 
hardness of Rockwell C 40-45) 

Tool Sleel~T-l (Heat-treated to hardness 
ol Rockwell C 55-60) 

Type 347 Stainless Steel 

Type 416 Stainless Steel IHeat-trealed to 
hardness o( Rockwell C 30-34) 

Beryllium Copper—Berylco-25 (Heat-
treated to hardness of Rockwell C 41-45) 

Type 304 Stainless Steel with Boron 

Type 17-4 PH Stainless Steel IHeat-treated 
to hardness ol Rockwell C 36-41) 

Type 304 Stainless Steel 

A-1 
A-2 
A-3 
A-4 
A-5 

B-1 
B-2 
B-3 
B-4 
B-5 

C-1 
C-2 
C-3 
C-4 
C-5 

D-1 
D-2 
D-3 
D-4 
0-5 

E-1 
E-2 
E-3 
E-4 
E-5 

F-1 
F-2 
F-3 
F-4 
F-5 

C-1 
G-2 
C-3 
G-4 
G-5 

H-1 
H-2 
H-3 
H-4 
H-5 

I-l 
1-2 
1-3 
1-4 
1-5 

J-I 
J-2 
J-3 
J-4 
J-5 

K-l 
K-2 
K-3 
K-4 
K-5 

IVI-1 
IM-2 
IVl-3 
M-4 
IVl-5 

16,1235 
16.0560 
16,0648 
16,0629 
16,0239 

18,0991 
18,0889 
1&0865 
18,1008 

laioos 
17,7736 
17,7620 
17,7684 
17,6870 
17,7699 

16,3578 
16,3498 
16,3557 
16,4963 
16,5042 

18.6689 
18.6770 
18,6598 
18,6753 
18,7068 

16,9494 
16.9453 
16.9346 
16.9265 
16.9272 

16.3470 
16.3083 
16.3447 
16.3548 
16.3550 

17.9677 
17,9745 
17,9862 
17,9594 
17,9843 

16,7669 
16,7736 
16.8037 
16.5024 
16.8292 

16.6606 
16.6748 
16.6930 
16.6408 
16.7058 

16.8490 
16.8591 
16.8633 
16.8248 
16.8222 

36.1254 
36.1815 
36.1617 
36.1365 
36,1470 

-1.1 
-1.5 
-9.7 
-1.0 
-0.0 

+0.3 
+0.3 
+0.1 
+16 
+0.7 

-1.1 
-1.0 
-1.1 
-1.0 
-1.2 

-0.2 
-0.9 
-0.5 
-0.9 
-0.5 

+0.2 
-0.5 
+ai 
-9.3 
+1.1 

-1.0 
-0.4 
-0.5 
-0.6 
-0.6 

0.0 
+0.2 
-0.3 
-1.1 
-a? 

-13?.7 
-333.9 
-491.6 

-3.6 
-1.1 

-1.5 

- U 
-0.7 
-0.2 

-as 
-05 
-1.0 
-0.5 
-a6 

-0.3 
-1.8 
-0.3 

-a3 
-0.4 

-9.7 
-29.9 
-11.5 
-18.4 
•0.5 

Sfor each material listed, the (irsl lour samples were exposed directly to the sodium ol the reactor primary system, 
fifth sample was sealed in a capsule containing helium. 

tJExposed surface area was 7.8 cm^. 





B. Density-change Data 

For all mater ia ls except Stellite 6 B , Inconel X-750, T-1 tool steel, 
and tantalum, the postexposure densities were within the range measured 
before exposure. 

Stellite 6 B and Inconel X-750 increased in density by 13 and 
17 mg/cm^, respectively. The initial densities were 8.376 tS'S?? and 
Q Ti-7 +0.007 / 3 ^. , 

o.dbl -0.013 g/cm , respectively. 

The tool-steel samples decreased in density by from 14 to 
18 mg/cm^. Initial density was 8.656 ± 0.003 g/cm^. Since there was no 
consistent relationship between density decrease and sample position (i.e., 
fluence), it is speculated that the change is the result of thermal conditions 
rather than neutron fluence. 

The decrease in tantalum density (54-77 mg/cm^) was the greatest 
of any of the samples and varied directly with fluence. The maximum 
decrease in density was equivalent to a swelling of approximately 0.4%. 
The tantalum data (summarized in Table III) are of particular interest 
because of the relatively large change apparently caused by neutron exposure. 

TABLE III. Density Decrease^ of Tantalum Hardness 
Samples from SURV-2 

Position, in. above Density Decrease, 
Bottom of Core mg/cm 

1.00 • 61 
1.00 54 
6.75 69 
6.75 69 

15.50 63 
15.50 55 
4.75 69 
4.75 77 

s-The average preexposure density was 16.685 -S;2?| g/cm^. 

There was essentially no difference between samples exposed to 
sodium and those exposed to helium. 

C. Hardness-change Data 

At the time of the preparation of the SURV-1 report (ANL-7624), 
hardness data for the samples exposed in helium were not available. The 

Sample No. 

M - 1 
M - 5 
M - 2 
M - 6 
M - 3 
M - 7 
M- 4 
M - 8 

Environm* 

Sodium 
Helium 
Sodium 
Helium 
Sodium 
Helium 
Sodium 
Helium 
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Berylco-25 exposed to sodium had softened appreciably--a decrease in the 
average Vickers Hardness Number (500-g load) from 320 to the range of 
161-176. In the absence of the helium-exposure data, it was speculated 
that the sodium environment contributed to the softening. 

Since then, data from the helium-exposed samples from SURV-1 
have become available. The average Vickers Hardness Number (500-g load) 
is 160. Thus, the sodium, although it severely corroded the Berylco-25, 
was not responsible for the softening. As stated in ANL-7624, the mic ro -
structure indicated that the Berylco-25 had overaged as the result of the 
SURV-1 exposure, and the overagingis responsible for the softening. A 
sodium-exposed Berylco-25 sample from SURV-2 had an average Vickers 
Hardness Number (500-g load) of 160; i.e., there is no significant change 
in hardness as a resul t of the increased exposure. It will be necessary to 
examine the samples exposed in the storage basket to distinguish between 
effects of thermal and neutron exposure. 

D. Examination of Graphite and Cans 

Measurement of external dimensions of the graphite cans showed no 
appreciable dinnensional changes (to ±0.001 in.) or torsional distortion 
(to ±0.002 in.). When the cans were cut open, there was no evidence of 
sodium in-leakage to the graphite. In SURV-1, sodium leaked into the 
annulus between the cover plate and the end cap of one can. There was no 
such leakage of sodium in SURV-2. 

1. Graphite 

Table IV lists the density of the gtaphite after the SURV-2 
exposure and the density of unirradiated mater ia l . The density of the un
irradiated mater ia l was determined by weighing accurately measured 
machined blocks. This method was also used for SURV-1. However, it 
could not be used for SURV-2 because of mechanical difficulties, and the 
density was determined using a method based on ASTM Procedure C97-47 
(Reapproved 1958) for natural building stone. Unirradiated canned graphite 
blocks have become available. Density of this graphite will be determined by 
using the ASTM procedure. Results will appear in the SURV-3 report . 

TABLE IV. Effect of Exposure on Density of Graphite 

Density, g/cm 
Type of L-21 
Graphite Before Exposure After Exposure 

Plain 1.5419-1.6376^ 1.6933 
Borated 1.5601 1.5639 

S-Range for six lots. 
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Although the m e t h o d s of m e a s u r e m e n t a r e d i f fe ren t , it i s l ike ly 
tha t the i n c r e a s e in d e n s i t y i s r e a l and that t h e r e has been no swel l ing . An 
i n c r e a s e in d e n s i t y a t e x p o s u r e s u p t o ~ 1 . 5 x 10^^ nvt h a s been r e p o r t e d for 
so inewha t c o m p a r a b l e cond i t ions in the D o u n r e a y F a s t R e a c t o r . * 

2. Can M a t e r i a l 

T e n s i l e s a m p l e s ( f rom the unwelded f a c e s ) * * w e r e cut and 
t e s t e d at r o o m t e m p e r a t u r e . The r e s u l t s , t o g e t h e r wi th v a l u e s for s i m i l a r 
s a m p l e s cut f r o m an t inexposed can , a r e shown in Table V. 

TABLE V. Tensile P r o p e r t i e s of SURV-2 Graphi te -can Mater ia l 

P rope r ty^ 

Yield s t rength, psi 
Ultimate s t rength, 
Total elongation, ĉ 
Reduction in a rea , 

psi 
1 

% 

Unirradiated Can 
Mater ia l 

Average 

39,400 
93,500 

44 
57 

Range 

38,300-40,400 
92,500-94,700 

42-45 
56-59 

SURV- 2 I r rad ia ted Can 
Mater ia l 

Average Range 

42,500 
90,200 

41 
50 

40,900-44,100 
87,900-92,400 

37-44 
45-56 

aObtained at s t ra in ra te of 0.012 min" . 

The SURV-2 e x p o s u r e had only s l ight effect on r o o m -
t e m p e r a t u r e t e n s i l e p r o p e r t i e s . The da ta for r e d u c t i o n in a r e a and e l o n 
ga t ion show tha t the m a t e r i a l i s s t i l l v e r y duc t i l e af ter e x p o s u r e in SURV-2 , 

Sec t i ons of the g r a p h i t e c a n s , t h r o u g h the face w e l d s , w e r e ben t 
180° over a l / 2 - i n , - d i a m a n d r e l . The weld j,oint was p a r a l l e l to the ax i s 
of the m a n d r e l and at the apex of the bend. T h e r e was no c r a c k i n g or o the r 
u n u s u a l effect . 

The t h i c k n e s s of the c a r b u r i z e d zone on the i n t e r i o r of the 
c a n s was s i m i l a r to tha t af ter the SURV-1 e x p o s u r e 0 ,03-0 .04 m m . 
H o w e v e r , in c o n t r a s t with S U R V - 1 , in which a l l g r a p h i t e was e a s i l y r e 
m o v a b l e f r o m the c a n s , some s t ick ing of the g r a p h i t e o c c u r r e d in S U R V - 2 . 
Op t i ca l m e t a l l o g r a p h i c and e l e c t r o n - m i c r o p r o b e e x a m i n a t i o n r e v e a l e d no 
e v i d e n c e of i n t e r a c t i o n be tween the g r a p h i t e and s t a i n l e s s s t e e l can m a t e r i a l 
or of any u n u s u a l a t t ack on the s o d i u m - e x p o s e d s u r f a c e of the s t a i n l e s s s t e e l . 

IV. DISCUSSION AND CONCLUSIONS 

E x a m i n a t i o n of the m a t e r i a l s exposed in SURV-2 ind ica t e no 
m a t e r i a l s - r e l a t e d p r o b l e m s or po t en t i a l p r o b l e m s in the cont inued 
o p e r a t i o n of E B R - I I . 

*Reynolds. W. N., Physical Properties of Graphite, Elsevier Publ. Co., Amsterdam (1968), Ch. 7. 
**The can is formed by welding two half (channel-shaped) sections. 
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Type 304 stainless steel changed only slightly in room-
tempera ture tensile proper t ies and remained ductile after an exposure 
of 3 x 10^' n/cm^ at 700°F, Of more interest are the propert ies at reactor 
operating tempera tures ; these resul ts will be determined at Battelle 
Northwest Laborator ies , and the resul ts will be made generally available. 

As expected, Berylco-25 and tantalum continue to show poor 
corrosion res is tance in sodium. However, all Berylco-25 components have 
long since been removed from the reactor , and the tantalum-clad neutron 
sources a re being replaced. Corrosion of the tantalum source cladding has 
not produced a problem in the operation of the reactor . 

Tantalum is the only mater ia l that has exhibited an appreciable 
reduction in density. No operational problems have resulted from this 
phenomenon. Samples from the sources may be useful in metallurgical 
studie s. 

The neutron-shield graphite structure continues to perform 
satisfactorily. 
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